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Material No. Material Color Location

M001 Polymer Beige PVC sideband

M002 Polymer Bamboo PVC sideband

Material List:
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Abbreviation: n.d. = Not Detected (< RL)
RL = Reporting Limit
ppm = parts per million

1.Total lead in Non-Metal(CPSC-CH-E1002-08.3)

Test Method: CPSC-CH-E1002-08.3

Test result

Test No. Material No. Test Parameter Unit RL Test Result

T001 M001 Total Pb ppm 10 n.d.
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Abbreviation: Abbreviation n.d. = Not Detected (< RL)
RL = Reporting Limit
% denotes percentage

2.CPSIA Sect 108: Phthalates

Result:

Test Method: CPSC-CH-C1001-09.3

Test No. T001
Material No. M002

Test Parameter CAS NO Unit RL Regulatory 
Requirement

Result

Dibutyl phthalate 
(DBP)

84-74-2 % 0.005 0.1 n.d.

Benzylbutyl phthalate 
(BBP)

85-68-7 % 0.005 0.1 n.d.

Diethylhexyl 
phthalate (DEHP)

117-81-7 % 0.005 0.1 n.d.

Di-n-octyl phthalate 
(DNOP)

117-84-0 % 0.005 0.1 n.d.

Diisodecyl phthalate 
(DIDP)

26761-40-0, 
68515-49-1

% 0.005 0.1 n.d.

Diisononyl phthalate 
(DINP)

28553-12-0, 
68515-48-0

% 0.005 0.1 n.d.

Sum of above 6 
phthalates

% 0.005 0.1 n.d.

CPSIA Sect. 108 Phthalates PASS

- END -
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